CLAY MINERALS IN HYDROTHERMAL SYSTEMS

A. Meunier
Laboratoire des Argiles, Sols et Altération, Université de Poitiers, France

D. Aufort
Laboratoire des Argiles, Sols et Altération, Université de Poitiers, France

GEOCHIMICA BRASILIENSIS

0 0000000 OO OO0 OOOOOOOOOOPOOOOOOSOOOOPOOOOO OO0 OOOOEPR OO PP PO PP OO ORPOPORPRROPOPOPOPOPOPOOPOORPROPRPOPOTN

Geochim. Brasil.,, 10(2):347-363, 1996

LA B R BN N NN N EENNENNENSENNENHN,] 2000000000000 0CR0RCRCR00O00CR0C00R0C00C0RO0CO0RCROCRCROCROROROROROOROTOOROORDS



ABSTRACT

The aim of the present paper is to give an overview of clay formation processes using pub-
lished data from laboratory experiments to field observations. Emphasis will be made on the time-
temperature factor, which is the most important one in the clay crystallization processes, either for
short-time laboratory experiments, or for long-time diagenetic evolution.

Reactivity of dioctahedral smectites in short-time alteration processes

The study of Whitney & Northrop (1988) is the most exhaustive concerning the range of
experimental conditions and the analysis of the run products (250 - 450°C, I - 220 days duration).
It shows that the first reaction to occur in the smectite-to-illite conversion in experimental condi-
tions is the formation Of high-charge smectite layers from low-charge ones. This reaction was
shown to be reversible in short time hydrothermal alterations (Meunier et al., 1992).

Smectite to illite or chlorite conversion: long-time reaction processes

Smectite-to-illite conversion: In geothermal fields, three I/S particle populations coexist: pure
or highly smectitic I/S, random or ordered I/S, which composition. varies from 90 to 20 % Sm and
pure illite. Several kinetic equations were proposed to model the smectite-to-illite conversion reac-
tion. Huang et al.(1993) proposed a kinetic model which is first-order with respect to the concentra-
tion of K* and second-order with respect to the fraction of smectite layers in the I/S fraction. The
main difficulty is to estimate the K™ concentration. Using vitrinite reflectance and clay mineralogy
data from the Cerro Prieto field (Salton sea), Velde & Lanson (1993) showed that the srnectite-to-
illite conversion can be modeled reasonably well by a single-step first-order reaction. They con-
cluded that temperature is the most important variable for the smectite-to-illite conversion in the
span of 104 to 105 years reaction time.

Smectite-to-chlorite conversion: The trioctahedral smectite to chlorite conversion is not a
simple process controlled by the formation of brucite in the smectite interlayer region, as it is
classically proposed (Bodine & Madsen, 1987). Two reactions proceed successively: (1) formation
of a brucitic layer by fixation and polymerization of complex AI-R** ions in the interlayer region of
the original smectite; (2) dissolution of the random mixed-layered minerals and recrystallization of
an ordered chlorite-saponite phase. Corrensite is not a simple step in a continuous transformation
process of saponite to chlorite; it is a true independent mineral phase.

A case study: the active geothermal field of Chipilapa (Salvador)

Fossil alterations: The first widespread alteration is characterized by a typical propylitic
assemblage (epidote + chlorite + quartz ), which pervasively replaces plagioclase, pyroxene and
glass. It is followed by a phyllic alteration observed along fracture-controlled veins filled with a
phengite + quartz paragenesis. The last alteration event is characterized by a clay-carbonate as-
semblage along interconnected microfractures.Clay minerals belong to the smectite to illite and
saponite to chlorite conversion series.

Present day alteration: Present-day alteration is strictly restricted to the open fracture net-
work in the productive zone. It is characterized by the crystallization of nearly pure dioctahedral
and trioctahedral smectites + haematite + kaolinite at the walls of the fractures. This assemblage
overprints the conversion series I/S and C/S of the previous intermediate hydrothermal stage, creat-
ing spatial “clay anomalies” that closely corresponds to the present reservoir zones.

INTRODUCTION Bonorino (1959), the alteration  secondary mineral assemblages
minerals in hydrothermal sys- with depth (calc-silicate miner-

Since the pioneer works tems have received consider- als, feldspars, clay minerals,

of Loyering (1950) and ableattention. The variation of etc.) were soon related to fluid
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temperature, fluid chemistry
and permeability conditions
(Steiner, 1968; Harvey and
Browne, 1991). Most of the
studies in the two last decades
describe a double conversion
series for clay minerals:
smectite to illite and saponite to
chlorite.

Based on present day
temperature conditions in active
geothermal fields, a set of
geothermometers were cali-
brated using clay mineral com-
positions. Dioctahedral sme-
ctites are transformed to illite
with increasing temperature
through a series of mixed-lay-
ers illite/smectite (I/S), which
smectite ratio decreases to 0%
at about 230°C (Henley & Ellis,
1983; Srodon & Eberl, 1984).
The trioctahedral clay sequence
is characterized by the transfor-
mation of saponite to chlorite
at temperatures higher than
190-200°C through a series of
chlorite/smectite (C/S) mixed
layers (Kristmannsdottir, 1976;
Browne, 1978 ; Seki et al.,
1984; Inoue and Utada, 1991).
According to Bettison &
Schiffman (1988), C/S are ob-
served at temperatures lower
than 200-240°C. At higher tem-
peratures, the saponite to chlo-
rite transformation is complete.
Because of the swelling com-
ponents of dioctahedral, as well
as trioctahedral mixed-layers
disappear at temperatures close
to 230-240°C, illite + chlorite
is the expected assemblage at
higher temperatures.

In most of these studies,
hydrothermal alteration reac-
tions are considered to affect the
whole rock and to produce sec-
ondary phases in equilibrium
with local chemical and tem-
perature conditions. This, of
course, leads to use without
caution the thermodynamical
calculation codes to model the
rock-water system at any tem-
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perature. Unfortunately, even if
this is satisfactory for mind, the
results obtained depict rarely
the actual phenomena which
govern the formation of clay
minerals through hydrothermal
reactions. Indeed, accurate pet-
rographical and mineralogical
observations show that clay as-
semblages are systematically
out of chemical equilibrium and
sometimes out of phase equilib-
rium. It is now undoubtedly es-
tablished that formation or
transformation of clay minerals
are controlled by kinetics even
in diagenetic environments
where physico-chemical condi-
tions are stable for long period
of time (order of magnitude:
107 years). The time-tempera-
ture factor is the most impor-
tant one in all the clay crystalli-
zation processes from short
time laboratory experiments
to long diagenetic evolution
(Figure 1).

The aim of the present
paper is to give an overview of
clay formation processes using
published data from laboratory
experiments to field observa-
tions. Emphasis will be made
first on the nature of mineral
reaction. Indeed, in spite of the
fact that the I/S mixed-layer se-
quences produced in laboratory
experiments seem to be identi-
cal to those observed in geother-
mal fields or in diagenetic for-
mations, the smectite-to-illite
conversion reactions are not
equivalent. The main differ-
ences concern the layer charge
and the composition of the
smectite component. Secondly,
recent progress in the interpre-
tation of X-ray diagrams using
the decomposition procedure
(Lanson & Besson, 1992) al-
lows now to better understand
the complex distribution of clay
species in hydrothermal sys-
tems and especially in active
geothermal fields.

REACTIVITY OF
DIOCTAHEDRAL
SMECTITES IN SHORT-
TIME ALTERATION
PROCESSES

Experimental alteration

The study of Whitney and
Northrop (1988) is the most
exhaustive concerning the
range of experimental condi-
tions and the analysis of the run
products (250 - 450°C, 1 - 220
days duration). It gives us the
greatest insight into the reac-
tions produced under the ex-
perimental conditions. In the
figures which summarize the
basic run results (see Figure 3),
it is evident that there are two
rates of reaction in the system,
one rapid, found for short peri-
ods of time, and the other which
establishes a much slower rate
of change at longer time peri-
ods. A plot of the run results on
In (a/a-x) vs time coordinates,
where a is the initial 100%
smectite concentration and x the
amount of illite formed, shows
these two types of reaction rates
(Figure 2).

This plot follows the us-
age in Robertson & Lahann
(1981) and Howard & Roy
(1985). The most striking ob-
servation which can be made on
this data is that, from the tables
of run results and XRD dia-
grams presented in the studies,
the reaction products are not the
same for the two reaction rates.
In the earlier rapid reaction, the
products are I/S of R=0 (disor-
dered) structural type, quartz
and a small amount of mica is
often present. The second reac-
tion, found after 40 days or so
at 250°C and above, gives the
products of I/S with an R=1 (or-
dered) structure, chlorite and
quartz. These observations in-
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Figure 1 - Temperature versus time domains for the different types of
hydrothermal reaction systems for clay minerals.
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Figure 2 - Plot of hydrothermal reaction progress In (a/a-x) of smectite
to non-expanding layers in the potassium-saturated state, according to
the data of Whitney & Northrop (1988). Two rates are apparent, that con-
cerning the R=0 structural I/S mineral type and that concerning the R=1
structural type I/S mineral. The run product assemblage is different for
the two apparent conversion rates. Temperature conditions were 250°C.

dicate that there are, in fact, two = Whitney & Northrop (1988).
different reactions which occur in Nevertheless, the data
the experiments, as concluded by given by Whitney & Northrop
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(1988) indicate that the two re-
action product assemblages in
which the I/S phases are found
are not similar. In determining
the effect of potassium satura-
tion on the I/S phase, these au-
thors have indicated that the
two different reaction series
give smectites of different prop-
erties. The short duration (less
than 40 days) reaction gives a
disordered (R=0) three compo-
nent mixed layer mineral com-
posed of illite and high charge
and low charge smectites evi-
denced by the collapse of a por-
tion of the layers when potas-
sium is saturated (Figure 3).
This complex I/S mineral is ac-
companied by quartz. As the
reaction progresses, a higher
proportion of the smectite lay-
ers collapses. Midway in the
reaction sequence, when about
50% high charge smectite lay-
ers in the I/S mineral is ap-
proached, the mixed layer min-
eral has the R=l ordered type
structure. The I/S mineral is ac-
companied by chlorite and
quartz. These two reactions
were noted by Whitney &
Northrop (1988) to have differ-
ent rates.

The authors assumed that
the I/S mineral should be of a
montmorillonite type, main-
taining the Mg and Fe in its
structure to create the charge on
the unit layer. If this is the case,
in runs with higher bulk alumi-
num content, the excess alumi-
num necessitates the production
of a small amount of mica along
with quartz. As above, the Fe
and Mg remain in the smectite
layers give a higher charge to
the montmorillonite layers as
the reaction progresses. Clay
assemblages produced in the
longer experimental runs indi-
cate that the compositions of the
I/S minerals formed are more
illitic. Potassium saturation of
the products does not affect the

351



%expNa - hexpK

\

50 100

i L 1

% illite

Figure 3 - Plot of run results for the data obtained by experimental
illitization of a montmorillonite (Wyoming bentonite) by Whitney &
Northrop (1988). The difference of expandability difference between the
glycolated Na and K saturated samples (YeexpNa %expK) gives the pro-
portions of high-charge smectite layers. The temperature at which the
experiment was performed is 250°C (full lozenges); 300°C (squares),
350°C (black stars), 400°C (stars) and 450°C (points).

smectitic part of the I/S mineral.
These reactions give the chlo-
rite phase which contains Mg
and Fe ions, indicating a rela-
tively higher AI/R?*" content of
the I/S mineral. Therefore, in
the second reaction, the charge
increase is due to the produc-
tion of illite layers, where the
charge is in the tetrahedral site
and beidellitic in nature. The
compositional trends for the
two I/S series are shown in
Figure 4, as deduced from the
expandability of the I/S struc-
ture and the phase assemblage
produced.

In fact, it is not undoubt-
edly established that the
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smectite component in the ran-
dom and the ordered I/S mixed
layers conserve the montmoril-
lonitic structure of the original
Wyoming clay. Another reac-
tion should be envisaged for
the first step of the illitization
process. The low-charge mont-
morillonite could be trans-
formed into a high-charge
beidellite - saponite quartz min-
eral assemblage as indicated in
Figure 5a. In such a case, the
Fe and Mg chemical compo-
nents are concentrated into a
separate phase, as it was shown
in experimental synthesis of
clays in the Mg-Al-Si system
(Grauby et al., 1993). Then, the

smectite component in the or-
dered smectite-illite mixed lay-
ers is beidellitic; I/S chemical
composition must be located on
the beidellite-muscovite joint,
rather than on the montmoril-
lonite-illite one (Figure 5b).

The Wyoming bentonite is
classically used as a standard
smectite in a great number of
experimental works, especially
in recent experiments devoted to
illitization process kinetics
(Huang et al., 1993). It is, of
course, of great interest to deter-
mine the actual reaction pro-
cesses because kinetic laws are
calculated for a strict transforma-
tion of smectite to illite, ignor-
ing that other processes are work-
ing. This means that new experi-
ments have to be made in order
to identify the mineral phases at
each step of the reaction.

Hydrothermal alteration in
natural systems

The reactions described
above, i.e., smectites are trans-
formed to illite-smectite mixed
layers, were shown to be re-
versed in natural hydrothermal
systems. This was described
either in vein alteration systems
or in geothermal field. The vein
alteration was observed in
an argillized dacite (La
Martinique, Caribbean island)
by Bouchet et al. (1988). The
parent rock is composed of tiny
debris of magmatic minerals
embedded in a clay matrix,
which is homogeneously
formed of free illite + illite/
high-charge smectite mixed
layers (ML). A secondary hy-
drothermal alteration is observ-
able along veins which cross-
cut the argillized dacite. The
reaction is the following:

Illite/high charge smectite

ML +Si** + K* —> illite/low
charge smectite ML + illite

@ GEOCHIMICA BRASILIENSIS



4Si

Figure 4 - Interpretation of the data of Whitney & Northrop
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R2+
(1988)

according to their assumption that the montmorillonitic structure of
smectite component is conserved through the smectite-to-illite conver-
sion series. I/S compositions are plotted in the M*-4Si-R*" coordinates
using the high-charge montmorillonite - low-charge montmorillonite -
illite layer proportions determined in Figure 3 (YeexpNa - %expK param-
eter). The line indicates that the stoechiometry is respected if the forma-
tion of high-charge montmorillonite layers is associated with the crystal-

lization of quartz.

The intensity of the reac-
tion increases toward the open
fracture of the vein (Figure 6).

Clayey materials were
shown to react under hydrother-
mal alteration conditions (high-
temperature diagenesis) in the
Colorado river delta. The sedi-
ments are composed of a mix-
ture of detrital minerals includ-
ing illite/low-charge smectite

% GEOCHIMICA BRASILIENSIS

ML, having different degrees
of expandability, discrete illite
or mica and kaolinite. They
have experienced hydrothermal
reactions due to hot fluid circu-
lation (Jennings & Thompson,
1987). The <2mm fraction is
progressively transformed into
a pure low-charge montmoril-
lonite as temperature increases
from 39 to 68°C (Figure 7) ac-

cording to the following reac-
tion:

illite/low-charge
montimorillonite ML —> low-
charge montmorillonite + K*

The formation of low-
charge smectite from I/S ML
does not mean that the
illitization process is strictly
reversible. The smectite-to-il-
lite and illite-to-smectite reac-
tions do not follow the same tra-
jectories but symmetrical ones
in the M*-48i-R?** chemical sys-
tem (Meunier et al., 1992).
Nevertheless, we ignore if these
reactions produce or destroy a
trioctahedral phase. Indeed, X-
ray - diffraction studies cannot
detect a clay species which rep-
resents less than 5% in weight.
Thus, the problem is still open.

THE LONG-TIME
REACTION PROCESSES
IN SMECTITE TO
ILLITE OR CHLORITE
CONVERSION

The smectite-to-illite
conversion processes

Variation of I/S composition
with depth in active
geothermal fields

The clay mineralogy of
active geothermal fields has
been described until the very
recent studies as continuous se-
ries of trioctahedral and
dioctahedral mixed layers in
which the smectite content de-
creases regularly with depth,
i. e., temperature. The illite-
smectite ML series has been
classically paralleled to the di-
agenetic one; the main differ-
ence being the rate of the trans-
formation. This is the reason
why kinetic models in both
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cases are based on the progress
of a unique mineral reaction:
the smectite-to-illite conver-

sion. In fact, the composition of
the dioctahedral clay fraction is
mére complex than indicated by

Mt

M+

A

4Si ;

ordered I/S mixed layers

F12+

Figure 5 - Re-interpretation of the experimental alteration of a montmoril-
lonite (Wyoming bentonite) from the data of Whitney & Northrop (1988).
a) The stoechiometry in a closed indicates that the first reaction (short
time, low temperature) may produce high-charge beidellite + saponite +
quartz assemblage, instead of the random montmorillonite-illite mixed layer
+ quartz, as stated by the authors. b) Then, the second reaction would pro-
duce an ordered beidellite-illite mixed layer (instead of an ordered mont-
morillonite-illite mixed layer) + chlorite + quartz assemblage.
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these studies. Most often, this
clay fraction is polyphased and
pure smectite frequently coex-
ists with illite-rich ML in the
same levels. These observations
were interpreted as “anomalies™
due to pollutions with the drill-
ing mud.

The Sumikawa active
geothermal field described by
Inoue et al. (1992) will be taken
here as a case study. As ex-
pected, the six studied bore-
holes (Figure 8) show a de-
crease of the smectite content
of illite/smectite mixed layers
with depth but in most of the
samples, the clay fraction is
composed of several I/S particle
populations having different
smectite content. Generally,
three populations coexist: pure
or highly smectitic I/S, random
or ordered I/S which composi-
tion varies from 90 to 20 % Sm
and pure illite.

The striking fact is that
pure smectite is observed in
wells where the geothermal

Figure 6 - Composition change in
I/S mixed layers in the hydrother-
mally altered veins crosscutting an
argillized dacite at Les Trois Ilets,
la Martinique (modified from
Bouchet et al., 1988).
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Figure 7 - Hydrothermal alteration of illite-smectite mixed layers in
natural environments. Full circles: vein crosscutting an argillized dacite
at Les Trois Ilets, la Martinique (Bouchet et al., 1988); squares: Colorado
River delta geothermal area (Jennings & Thompson, 1987). Increasing
alteration degree is indicated by the arrow.

gradient is sharp (SN-7D,
KY-2, S-4, SB- 1) and not so
in the weaker gradient well
(SN-8R).

This is due to the super-
imposition of two phenomena:
1) a progressive transformation
of the rock similar to a high-
temperature diagenesis; 2) di-
rect precipitation from hot flu-
ids in reservoir zones. The SN-
8R well crosscuts a non-active
zone, where the diagenetic type
process is dominant. The direct
precipitation of pure sme-
ctite clays was evidenced by
Papapanagiotou et al. (1995).

Kinetic models for the
smectite-to-illite conversion

The kinetics of the
smectite-to-illite conversion re-
action was investigated first by
Eberl and Hower (1976) from
experimental data. They found
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19.6 kcal per mole for the acti-
vation energy of the reaction,
using a first order equation.
Several studies following this
pioneer work concluded to dif-
ferent values of the activation
energy, varying from 3 to 30
kcal per mole. The order of the
kinetic equation may also vary.
For example, Pytte and
Reynolds (1989) derived a
sixth-order kinetic equation
based on the field observations
of progressive illitization of
smectite in bentonite beds close
to intrusive basalt dykes. A
similar sixth-order kinetic equa-
tion was used for modeling
smectite-to-illite conversion in
bentonites and in shales
(Altaner, 1989; Elliot et al,,
1991). As there is no formal jus-
tification on the choice of the
order of the kinetic equation as
well as of the value of the acti-
vation energy, Velde & Vasseur

(1992) proposed an empirical
model based on a two step first-
order reaction model, derived
from a simultaneous fit of data
from sedimentary basins of
widely ranging ages. The pre-
exponential factors and the ac-
tivation energies for the two
steps were e!'¢® Ma', e?® Ma™!
and 56 kJ, 22 kJ, respectively.
Huang et al. (1993) pro-
posed a kinetic model which is
first-order with respect to the
concentration of K* and second-
order with respect to the frac-
tion of smectite layers in the
I/S fraction. This model seems
to predict well the extent of the
smectite-to-illite conversion in
a wide variety of geological set-
tings including geothermal
fields (calculations were made
using data of the Salton Trough
Geothermal area from Jennings
& Thompson, 1987). However,
the authors have encountered
some difficulty to estimate the
K* concentration and the geo-
thermal gradient. They gave a
33 to 59°C.km" ! geothermal
gradient range and considered
that K* concentration varies
between 12000 to 3000 ppm.
The values of the two param-
eters are arbitrarily chosen to fit
the % Sm versus depth curves.
In order to avoid such an
arbitrary method, Velde and
Lanson (1993) have determined
the paleo-thermal conditions in
the Cerro Prieto geothermal
field (Salton Sea), by fitting si-
multaneously the smectite-to-
illite conversion and the organic
matter maturation. They used
the kinetic equation set from
Sweeney and Burnham (1990)
to calculate the variation of
vitrine reflectance with depth.
They showed that the smectite-
to-illite conversion can be mod-
eled reasonably well by a
single-step first-order reaction.
They concluded that clays re-
act rapidly to temperature in
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geothermal areas and that ther-
mal gradient does not influence
greatly the reaction progress.
They claimed that tem-
perature is the most important
variable for the smectite-to-il-
lite conversion in the span of

10*to 10° years reaction time.

Whatever the model cho-
sen, the major assumption they
are based on is that the I/S clay
fraction is homogeneous and
can depicted by a single com-
position. This assumption is in-
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Figure 8 - Variation of percentage of illite layers (%l) as a function of

depth in six drill-holes from the Sumikawa field (modified from Inoue

A.; Utada M.; Waldta K., 1992).
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correct since highly smectitic
mixed layers are frequently ob-
served coexisting with highly-
illitic ones in active zones of
geothermal fields. The para-
doxical presence of smectite-
rich clays in high-temperature
reservoirs is undoubtedly re-
lated to the quick nucleation of
a phase out of equilibrium and
out of any conversion reaction
process. Whatever the kinetic
equations the different models
are based on, they must be used
with care. The advantage of the
empirical model of Velde and
Vasseur (1992) is that both the
smectite-to-illite conversion
and the maturation of organic
matter have to be modeled with
the geothermal gradient condi-
tions. In its actual state, this
model is certainly the most
powerful one to determine the
paleo-thermal and the burial
conditions, either in diagenetic
series, or in geothermal field
provided the % Sm of I/S
and vitrinite reflectance are
measured.

The saponite-to-chlorite
conversion process

The C/S mixed layer series in
hydrothermal systems

The C/S mixed layer se-
ries is classically considered to
be the trioctahedral equivalent of
the I/S one. According to this
model, the smectite to chlorite
conversion proceeds by a con-
tinuous variation of the relative
proportions of the two end mem-
bers and involves varying types
(random and ordered) of mixed-
layering. .In such a model,
corrensite is an intermediate
term of the saponite-to-chlorite
conversion series (Chang et al.
1986; Reynolds, 1980) corre-
sponding to a regular mixed-
layer recognized by a rational
series of peaks having a coeffi-
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cient of variability lower than
0.50 (Bailey, 1982).

This classical model was
discussed in numerous descrip-
tions of a C/S series in hydro-
thermal fields. Among them,
the Ohyu caldera one (Inoue et
al., 1984) was the most docu-
mented since chemical compo-
sitions of mixed layers are
given for a sequence of more
than 20 samples. Three types of
mixed-layered minerals were
found with increasing depth:
highly expendable mixed-lay-
ered minerals (100 to 80 %
smectite), corrensite (55 to 40
% smectite) and slightly ex-
pendable chlorite (less than 15
% smectite). The series is not
as continuous as expected in the
classical model but the chlorite
enrichment of C/S proceeds by
composition jumps. This series
was reinterpreted by plotting C/
S chemical compositions in the
M* - 48i - 3R?*" coordinates
(Figure 9). Surprisingly, the
chemical compositions were
not linearly distributed between
the original trioctahedral
smectite composition and a
chlorite end member. Two
trends were evidenced: (1) the
original trioctahedral smectite -
brucite (or brucitic layer) line
for the highly expendable
mixed layers; (2) a high-charge
saponite (0.65 M* charge) -
chlorite without octahedral va-
cancy trend for corrensite and
highly-chloritic mixed layers. It
was concluded that the
trioctahedral smectite-to-chlo-
rite conversion is not a single
process controlled by the for-
mation of brucite in the smectite
interlayer region as it is classi-
cally proposed (Bodine and
Madsen, 1987).

Two reactions were con-
sidered to proceed successively:
(1) formation of a brucitic layer
by fixation and polymerization
of complex AI-R?*' ions in the
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4Si

3R2+

Figure 9 - Projection in the M* - 4Si - 3R?" system of the compositions of
the ‘““chlorite smectite” mixed layer minerals from Ohyu caldera formation
(Inoue, 1985). Line 1: mixture of original smectite with an AI-MG brucitic
layer; line 2: interlayering of high-charge saponite with octahedral-vacancy-
free chlorite; extrapolation of line 2 gives the saponite composition (square)
and the chlorite composition (triangle). The intersection with the dashed
line represents the ideal 50-50 corrensite composition.

interlayer region of the original
smectite; (2) dissolution of the
random mixed-layered miner-
als and recrystallization of an
ordered chlorite-saponite phase.
The random mixed-layered
minerals conserve the compo-
sition of the original 2:1
smectite layer and, as a conse-
quence, they cannot be consid-
ered further as the direct precur-
sors of corrensite in which the
non-expendable layer is a true
chlorite. The random mixed-
layered phase is not progres-
sively transformed into the or-
dered one; this means that it
probably dissolves when
corrensite crystallizes. This
explains why there is not a con-
tinuous series from 100% to
50% expendable minerals in the
Ohyu caldera sequence. As
corrensite is the product of a

dissolution-recrystallization re-
action, it behaves as a true in-
dependent phase in the thermo-
dynamic sense. This was sug-
gested by Velde (1985), Inoue
(1985), Reynolds (1988) and
Robertson (1988).

The corrensite problem

A recent XRD and
HERTM study (Beaufort et al.,
1995) based on extremely well
crystallized saponite, corrensite
and chlorite-rich C/S mixed
layer samples from hydrother-
mal veins in the paleozoic base-
ment at Sancerre-Couy (France)
shows that corrensite behave as
a single mineral phase. Con-
sidering the differences in the b
dimension between smectite
and chlorite, the coherent stack-
ing of these two layer types
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